
PARTICULATE: 

Test 
# 

1 

Production 
tons/hr 

92.0 

Rate Capaci tyl 
% 

na 

Emissions 
gr/dscf lbs/hr 

0.050 6.3 

Allow. Emissions 
lbs/hr 

50.4 

2 92.0 na 0.048 5.3 50.4 

3 0.0 na 0.000 0.0 50.4 

Avg. 92.0 na 0.049 5.8 50.4 

1 Rated capacity = 130 tons/hr. 

OPERATION NOTES: 

• 
Colprovia Asphalt Company, Inc. 

Asphalt plant stack 
Columbia, South Carolina PERMIT NO. 9500-0025 

RESULTS - TESTS OF April 16, 1992 ID HO. 1 

1 Type II cold surface grade was produced during the test 
2 Water pressure to scrubber was approximately 42 psi 
3 Virgin #2 fuel oil was used to fire kiln 

STATUS AS TESTED: 

S.C. Regulation 62.5, Standard No.4, section 6A (Particulate) ..... COMPLIANCE 

Report Received: 05-04-92 
Review Completed: 05-05-199v.r=l 

t~ Reviewer: Michael J. Benne

cc: Jake Frick 
W.P. Brantley 
Larry Bunn 
Robert Hudson, Central Midlands 


